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The term Slump is used to describe the
fluidity of wet concrete. Slump is
determined by placing concrete into a
12” tall “open-top” cone and then
lifting the cone. The number of inches
the concrete “slumps” down from the
original height is considered the
slump. Properly mixed concrete should
be mixed to a 2”-3” slump.
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Mixing Concrete - Proper Consistency 

Properly mixed concrete should look like thick oatmeal and
should hold its shape when it is squeezed in a gloved hand.
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When hand mixing concrete empty the mix 
into a mortar tub or wheelbarrow. Form a 
depression in the middle of the mix.

Measure the recommended water amount 
and pour approximately 2/3 of the water 
into the depression.

Work the mix with a hoe, gradually adding 
water, until the mix reaches a uniform, 
workable consistency.   

Click TV screen to play video.
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When machine mixing concrete, it is important to add the water to the mixer before adding the 
dry mix. Typical mixers can hold up to three bags of 80 lb concrete mix.
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Turn the mixer on and add the dry mix into the
mixer. Allow to mix for about a minute and
then add the remaining water as necessary.

Mix for 3-5 minutes, until a uniform, workable
consistency is achieved.

If additional water is needed add
small amounts of water sparingly.

Do not re-temper (add extra water) after the
concrete or mortar has begun to set. Re-
tempering can cause excessive shrinkage and
reduces the strength of the mix.
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Adding liquid cement color to standard 
gray concrete mix can turn it into a 
decorative concrete with professional 
results. 
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Adding Cement Colors

For a uniform mix, add liquid cement color to the 

mixing water, before mixing the concrete. 
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4 in

10 ft

6 ft

First you need to determine the volume of the 
slab you wish to pour. 

This is done simply by multiplying the length 
times the width times the height. Generally 
concrete slabs are poured to a thickness of    4in 
(0.33ft) or 6in (0.5ft). 

For illustrative purposes we will use a slab    10ft 
X 6ft X 4in (0.33ft).

The volume for this slab is 20 cu ft.

An 80 lb bag of QUIKRETE concrete mix has a 
yield (volume) of .60 cu ft. A 60 lb bag of 
concrete mix will yield approximately .45 cu ft.

So, to calculate the total number of bags 
needed to pour a slab, divide the volume of the 
slab by the volume of the bag of concrete mix.

For this example the 10ft X 6ft X 4in slab will 
require 33 bags of 80 lb concrete mix              
(20 /.60= 33) or 44 bags of 60 lb concrete mix 
(20/.45 = 44).
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Calculating How Much Concrete You Need*

*OR Download the QUIKRETE Mobile app, which has a 
concrete calculator. 

/app/


TRAINING MODULE 3

Mixing & Placing Concrete & Cement 

It is important to make sure the sub-base is level and 
consistent. For example, if the slab thickness varied from 4in 
to 5in (average 4.5 in) the volume of the slab would be 
increased to 22.5 cubic feet and require 38 bags of 80 lb
concrete mix.

QUIKRETE® has included at-a-glance quantity calculators on all 
products to make volume calculation easy, or you can 
download the QUIKRETE® mobile app.  

EXAMPLE:
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Placing Concrete in Hot Weather 
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Proper placing and finishing techniques are
essential to achieving a successful concrete
project
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Use a straight 2x4 long enough to rest on the
opposite side of the form to screed the concrete.
Move the board in a sawing motion across the
surface of the concrete to remove excess
concrete and smooth the surface. Add concrete
to any low areas and screed level.

Once the concrete has lost its sheen (the bleed
water has evaporated) use a wood float in an
arching motion to smooth the concrete surface.
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Placing Concrete in Hot Weather 
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Freshly placed concrete should be water-
cured for a minimum of 3-5 days by keeping
the surface damp with a fine water mist. The
need for water curing can be eliminated by
applying QUIKRETE® Acrylic Concrete Cure &
Seal immediately after finishing the concrete.
Acrylic Concrete Cure & Seal can be applied
with a roller, garden sprayer or brush.
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How to Help Concrete Cure
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Placing Concrete in Warm Weather
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These conditions will result in a high rate of
evaporation and may result in early
shrinkage cracking (drying shrinkage
cracking), and the evaporation rate can
remove the surface water that is necessary
for hydration, resulting in a less durable
surface....unless proper Hot Weather
Concrete Practices are used.

High Temperature

High Wind Velocity 

Low Relative Humidity
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Warm Weather Precautions
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Planning ahead and utilizing the following steps will
minimize the effects of hot weather conditions:

o Thoroughly dampen the sub-base gravel and

wooden forms before placing the concrete.

o Don’t trytry
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There are two main concerns when placing concrete in cold weather (Air temperature at 40˚F or
expected to drop below 40˚F):

Placing Concrete in Cold Weather 

• Concrete can freeze before it gains strength. Freezing will damage the crystals
that form in the cement “matrix”.

• Concrete sets much more slowly when it is cold—very slowly when concrete
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Proper preparation and following these steps will help ensure a successful concrete project.

Cold Weather Precautions

• Never place concrete on





TRAINING MODULE 3

Mixing & Placing Concrete & Cement 

4. Concrete should be mechanically mixed for what length of time?

a) 1-2 minutes

b) 3-5 minutes

c) 10-15 minutes

d) More than 15 minutes

5. It is recommended to blend liquid cement colors with the mixing water prior to adding to the 

concrete or mortar mix.   

True

False

6. Calculate the volume, in cubic feet, of a slab that is 10 feet long, 6 feet wide and 4” deep.

a) 240 cubic feet

b) 20 cubic feet

c) 30 cubic feet

d) 8 cubic feet

7. The compacted base should be as dry as possible prior to pouring concrete.

True

False 
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8. What is the recommended depth of a compactable base under a concrete sidewalk?

a) 6””

b) 2”

c) 4”

d) 1”

9. For a 4” thick slab, Control joints, designed to allow for expansion, contraction and slab 
movement should be placed every……?

a) 4 feet
b) 10 feet
c) 20 feet
d) They are not necessary

10. Control joints in a 4” slab should be cut in with a groover a minimum of _____ deep.
a) ¼”
b) ½”
c) 1”
d) 4”

Mixing Concrete & Cement Quiz
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11. Concrete should be water cured for a minimum of 3-5 days with a fine water mist. The need 

for water curing can be eliminated by …..?

a) Adding calcium chloride to the mix

b) Adding fibers to the mix

c) Applying Acrylic Concrete Cure & Seal

d) Blocking the concrete from the sun and wind 

12. Which of the following is a precaution to use in Hot Weather?

a) Use cool water

b) Thoroughly dampen the sub-base

c) Start curing a soon as possible

d) All of the above

13. The hydration (strength gain) process in concrete stops below what temperature? 

a) 60 degrees

b) 50 degrees

c) 40 degrees

d) Never

Mixing Concrete & Cement Quiz
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1. d) All of the above

2. a) Slump


